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It was requested that type load  testing , water tightness testing, gas tightness testing, uplift testing (traffic 

and flood) and slip resistance testing be performed on a 600 mm c lear  opening square  cover in its frame. 

The subject was described as a Class A/B  sealed ductile  iron cover  with 600 mm x 600 mm opening 

dimension s (refer to Figure 1).  

The testing was performed in accordance with AS 3996 : 2019 òAccess Covers and Gratesó Appendi ces 

C/E/ F/ J and section 4.2.6 . 

 

 

 

 

 

 

 

 

 

 

COVER TYPE TESTING 

DUCAST AUSTRALIA 

2 STACEY STREET BANKSTOWN NSW 2200 

JOHN GILBERT 

TBC 

DUCTILE IRON COVER AND FRAME 600mm CLEAR OPENING CLASS A/B DA2  

AS 3996 : 20 19  òAccess Covers and Gratesó  
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